[K49. Epoxy Resin Analysis

Column:

Eluent A:
Eluent B:
Gradient:

Detector:

PLRP-S 300A 8um,
250 x 4.6mm (1512-5801)
Water

90% ACN : 10% THF
Stepped gradient

B 55% to 98%

UV, 254nm

Epikote 1001

Epikote 828

min 50

on




